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HIGHLIGHTS

e A novel designer biochar is produced
from the biomass pretreated with
lime sludge.

e The designer biochar acts as an
excellent sorbent for dissolved phos-
phorus removal.

e Adsorption processes and mecha-
nisms of the designer biochar are
appraised.

e The prospect of phosphorus-captured
biochar as a fertilizer is highlighted.
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ABSTRACT

Excessive phosphorus (P) in marine and freshwater systems has been identified as a primary perpetrator
for the harmful and nuisance algal blooms. In this study, a novel designer biochar was produced from
sawdust biomass treated with lime sludge prior to pyrolysis. The adsorption of dissolved P on the
designer biochar was comprehensively evaluated under different experimental conditions. It revealed
that the removal of dissolved P by the designer biochar was more efficient than unmodified biochar, lime
sludge, and their post-combination, suggesting that the pretreatment of biomass with lime sludge for the
designer biochar production has a significantly synergic effect on enhancing P removal. Post-adsorption
characterization and mathematical modeling analyses indicated that the adsorption of dissolved P on the
designer biochar could be controlled by multiple mechanisms including physical and chemical adsorp-
tion. The precipitation reaction between P anions and metal ions on the surface of the designer biochar
was identified as a predominant mechanism. The X-ray diffraction showed that the precipitation reaction
generated a series of P fertilizer forms depositing onto the designer biochar. In addition, batch adsorption
experiments showed that both initial solution pH and coexisting anions had a lesser effect on the P
removal by the designer biochar. This study proposed that the designer biochar could be a promising
sorbent to remove dissolved P, and the nutrient-captured biochar could be used as a fertilizer to recover
nutrients.

© 2021 Elsevier Ltd. All rights reserved.

* Corresponding author.

1. Introduction

Harmful algal blooms (HABs) are blue-green algae that grow out
of control and produce toxins, causing catastrophic consequences
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for ecosystems, human health, and economies (Gobler, 2020;
Kouakou and Poder, 2019; Wood, 2016). Currently, HABs are of
growing concern in the world. There is an established scientific
consensus that excessive nutrients, especially dissolved phos-
phorus (P), in marine and freshwater systems are a primary
perpetrator for HABs (Ni et al., 2020; Niirnberg et al., 2019; Smith
et al,, 2018; Wurtsbaugh et al.,, 2019). From the perspective of
plant growth and maturity, however, P is an essential and vital
component. Recently, P depletion or “Peak Phosphorus” has been
gaining increased public attention because the world is running
short of P ore for chemical fertilizers (Cordell, 2013; Cordell and
White, 2011; Reitzel et al., 2019). Therefore, it is critical to
develop best management practices (BMPs) that can reduce P los-
ses to mitigate its contamination and simultaneously recover P for
agricultural application.

At present, numerous on-farm conservation practices including
cover crops, reduced tillage, saturated buffers, and land use change
have been scrutinized to reduce P losses from agricultural fields
(Carstensen et al., 2020; Cober et al., 2019; Singh et al., 2020). In
addition, many treatment techniques involving biological treat-
ment, chemical precipitation, membrane filtration, and adsorption
have also been developed to remove anionic dissolved P (i.e., PO3 ",
HPO%’, and HyPO7) from wastewater (Altmann et al., 2016; Liu
et al., 2020; Mbamba et al.,, 2019; Omwene et al., 2018; Smol,
2018). Adsorption as a simple, efficient, and cost-effective
approach is often used to remove dissolved P from municipal
wastewater and agricultural runoff. Some P adsorbents such as
calcium-enriched gypsum (Bryant et al., 2012), industrial byprod-
uct steel slag (Hua et al., 2016; Penn et al., 2020), and fly ash (Li
et al,, 2018) have been attempted to remove dissolved P from the
runoff and drainage water in the agricultural area. After the treat-
ment, most adsorbents like steel slag and fly ash are usually ship-
ped to a landfill and the captured nutrients are no longer available
for use in agricultural fields.

Recently, biochar is being considered a promising adsorbent to
capture and recover nutrients from contaminated water. Biochar is
a carbon-rich material produced from thermal conversion of
biomass under an oxygen-limited condition. The application of
biochar into soils cannot only improve soil quality, but also
sequester carbon and thereby reduce the growing levels of CO; in
the atmosphere (Lehmann et al., 2006; Zheng et al., 2016). Given
that a biochar adsorbs nutrients, the captured nutrients can be
recovered once the biochar is applied to the fields as a soil
amendment. Previous studies have clearly shown that biochar can
strongly adsorb cationic nutrients such as ammonium ions (NHZ)
through an electrostatic adsorption mechanism due to its nega-
tively charged surface (Fan et al., 2019; Zheng et al., 2010). By
contrast, most biochars are generally ineffective in removing
anionic dissolved P (Pluer et al., 2016; Zheng et al., 2010). However,
some studies found that the engineered biochars produced from
special biomass containing high metal components such as mag-
nesium (Mg) showed a high P adsorption capacity (Yao et al., 2011a,
2011b). Pyrolyzing Mg-enriched biomass can allow MgO particles
or crystals into the biochar pore channels and its external surface.
The P removal by these engineered biochars is facilitated because of
precipitation of dissolved P through chemical reactions with metal
particles and surface deposition on metal crystals on the biochar
surface (Yao et al,, 2013a, 2013b). However, the high cost and
limited metal-enriched biomass sources restrict the production of
these engineered biochars at a large scale.

To improve the adsorption capacity of biochars for dissolved P,
much effort has been conducted by doping a variety of metal ions
into the biochars (Ajmal et al., 2020; Bolbol et al., 2019; Zhang et al.,
2020). This post-modification method alters the surface properties
of biochars, resulting in the surface precipitation reactions between
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cationic metal ions and P anions. Also, the addition of cationic metal
ions may significantly reduce the negative charge of the biochar
surface and restrict the repulsive force between anionic P ions and
the negative biochar surface, facilitating dissolved P adsorption on
the biochar. For example, the modification of biochars using iron
(Fe) and lanthanum (La) oxides or hydroxides can greatly improve
their adsorption capacities of dissolved P (Ajmal et al., 2020; Bolbol
et al,, 2019; Zhang et al., 2020). However, the P removal by these
metal-doped biochars is highly sensitive to solution pH. The P
adsorption capacities by Fe- or La-containing biochars significantly
decreased at high pH conditions (Ajmal et al., 2020; Bolbol et al.,
2019; Zhang et al., 2020). Moreover, the adsorbed P on Fe-
modified biochar may be released in alkaline solutions due to hy-
droxide. In addition, P adsorbents such as chitosan have been added
into biochar to remove dissolved P in environmentally relevant
conditions (Huang et al., 2020). Unlike metal-doped biochars,
electrostatic interaction, ligand exchange, and Lewis acid-base
interaction are the main adsorption mechanisms for the chitosan-
containing biochar for dissolved P adsorption (Huang et al., 2020).

The pretreatment of biomass using high metal-enriched mate-
rials is another modification approach to produce the modified
biochars with high P adsorption capacities. It has been reported
that biochars generated from aluminum (Al), Mg, or La reagent-
pretreated biomass have a significant increase in their removal
efficiency of dissolved P (Jia et al., 2020; Xu et al., 2019; Zhang and
Gao, 2013; Zhu et al., 2020). For example, the MgCl,-pretreated
biomass can promote the formation of biochar micropores and
mesoporous during pyrolysis. Moreover, MgCl, can convert to MgO
nanoparticles dispersing on the external surface of the produced
biochar, which can be used as a P sorbent (Zhu et al., 2020). Our
study was to use lime sludge to pretreat biomass for designer
biochar production. Lime sludge, a widely available byproduct from
hard water softening in water treatment plants, is usually used as
agricultural lime to neutralize soil acidity. Lime sludge is mainly
composed of precipitated calcium (Ca) and Mg, which can be
considered as an aggressive modifier material for biochar. To the
best of our knowledge, this is the first study to pretreat biomass
using lime sludge before pyrolysis, and thereby enhance the
adsorption capacity of the produced biochar for dissolved P.

The objective of this study was to produce a novel designer
biochar from sawdust pretreated with lime sludge, comprehen-
sively investigate its adsorption kinetics and mechanisms for dis-
solved P, and explore its potential application for capturing
nutrients. The designer biochar produced from lime sludge and
sawdust and its usage as a P sorbent could be a win-win strategy to
convert waste biomass to valuable product, meanwhile diminishing
the occurrence of HABs by reducing nutrient loads to the
waterways.

2. Material and methods
2.1. Materials and chemicals

Potassium dihydrogen phosphate (KH,PO4, >99%) was pur-
chased from Sigma-Aldrich (St. Louis, MO). The stock solution of
KH,PO4 (10 g L~ 1) was prepared in deionized water. The deionized
water (>18.0 MQ-cm) was supplied by a Labconco Water Pro Plus
system (Kansas City, MO). All chemicals were used as received.

A lime sludge as an additive for biochar production was
collected from a drinking water plant in Champaign, Illinois. The
lime sludge sample was dried at 105 °C and then ground to a par-
ticle size of <75 um. Its physicochemical properties are summarized
in Table S1 in the Supplementary Information (SI). A commercial
activated carbon (Darco G-60) was obtained from Aldrich Chemical
Company, Inc. (Milwaukee, WI). A biomass, pine tree (Pinus spp.)
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sawdust, was collected from the University of Illinois at Urbana-
Champaign’s Energy Farm in Urbana, Illinois. The biomass was
air-dried and then sieved to obtain the particle size smaller than
1.0 mm.

2.2. Biochar production

Biochar production was conducted in a laboratory-scale pyrol-
ysis unit composed of a tube reactor equipped with a program-
mable temperature controller (up to 1200 °C), a cooling system to
collect bio-oil, and a source of nitrogen to modify the pyrolysis
atmosphere. Prior to pyrolysis, the sawdust was completely mixed
with the lime sludge at a 1:4 (w/w) of additive to biomass. The
pretreated biomass was weighed into the batch pyrolysis reactor.
The pyrolysis was conducted by raising the temperature to 450 °C
atarate of 15 °Cmin~! in a N; gas stream and then maintaining the
temperature for 2 h. After pyrolysis, the designer biochar in the
reactor was cooled overnight to room temperature. Also, biomass
without the addition of lime sludge was pyrolyzed under the same
conditions to produce an unmodified biochar as a control for
comparison. The produced biochars were sealed in an airtight
container and stored at room temperature until use.

The generated biochars were characterized for physical and
chemical properties. Elemental analyses were conducted by the
Microanalysis Laboratory at the University of Illinois using CE 440
CHN analyzer (Exeter Analytical). The N»-BET surface areas of the
biochar samples were measured in static volumetric apparatus
(Monosorb, Quantachrome Corporation). Ash content was
measured by heating the samples at 750 °C for 4 h. The physico-
chemical properties of the designer biochar and the unmodified
biochar are shown in Table 1 and Table S1.

2.3. Sorption experiments

A series of batch experiments were conducted to evaluate the
adsorption capacities of the produced biochars for dissolved P. In
brief, 0.1 g of each biochar sample was weighed into a capped glass
vessel followed by the addition of 25 mL of KH,PO4 solutions. All
sealed sample vessels were agitated on a reciprocal shaker at
180 rpm and 222.0 + 0.5 °C. At appropriate time intervals, the
vessels were withdrawn, and the mixtures were immediately
filtered through 0.45 pm membrane filters. The filtrates were
analyzed for the concentrations of phosphate by spectrophoto-
metric methods. The amount of dissolved P adsorbed to each sor-
bent was calculated from the difference between the initial and
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examined in this study. In addition, a commercial activated carbon
was also chosen to compare the sorption capacity with the designer
biochar. Each selected sorbent was weighed into a sample vessel
with 25 mL of KH,PO, (described as dissolved P at 10 mg L) so-
lutions. After being shaken for 24 h, the sorption solution from each
sample vessel was filtered and analyzed using the methods
described above.

(b)Adsorption kinetics: To investigate the equilibrium time, the
designer biochars were added into sample vessels containing 25 mL
of 10 mg L~ dissolved P solutions for shaking. At pre-determined
times (0, 1, 2, 4, 8, 10, 24, 48 h), the sample vials were withdrawn
from the shaker. After passing through membrane filters, the re-
sidual phosphate concentrations in aqueous solutions were
analyzed. Three typical models Pseudo-first order (Eq. (1)) (Ho and
McKay, 1999), Pseudo-second order (Eq. (2)) (Ho and McKay, 1998),
and Elovich (Eq. (3)) (Chien and Clayton, 1980) were employed to
simulate the experimental adsorption kinetics, respectively:

Qr = Qe(1 —exp(—kqt)) (1
~ kaQ2t

Qt_l-‘rszEt (2)
_In(af)  In(t)

Qt——ﬂ +5 (3)

where Q. and Q; (mg g~ 1) are the adsorbed amounts of dissolved P
at equilibrium and time t (h), respectively; k; (h~!) and k; (g mg~!
h~1) are the rate constants of pseudo-first order and pseudo-second
order, respectively; a(mg g~! h™1) is the initial adsorption rate, and
8 (g mg~!) is the desorption constant.

(c)Adsorption isotherm: The stock solution of KH,PO4 was
diluted into a series of sorption solutions with initial dissolved P
concentrations at 3, 5,10, 50, 100, 250, 500, 750 mg L~ .. Adsorption
isotherm of dissolved P on the designer biochar was determined by
adding 0.1 g of the designer biochar into these 25 mL of sorption
solutions, respectively. All samples were shaken for 24 h to suffi-
ciently achieve the sorption equilibration. Four commonly used
isotherm models including Langmuir (Eq. (4)), Freundlich (Eq. (5)),
Langmuir-Freundlich (Eq. (6)), and Redlich-Peterson (Eq. (7)) (Yao
et al., 2013a), were applied to simulate the dissolved P adsorption
processes onto the designer biochar:

filtrate concentrations of phosphate. A preliminary experiment Qe = KiQCe (4)
showed that no sorption occurred on the glass wall of the vessels 1+KCe
and the loss due to volatilization was insignificant. In detail, five
sub-group sorption experiments were performed to comprehen- Q. = KC" (5)
sively investigate the adsorption kinetics and isotherms of the e
designer biochar. All experiments were carried out in triplicates.
(a) Comparison of dissolved P removal by different sorbents: To I(Ichg
evaluate the effect of lime sludge pretreatment on dissolved P QBZW (6)
adsorption, the designer biochar, unmodified biochar, lime sludge, e
and the mixture of unmodified biochar and lime sludge were
Table 1
Physicochemical properties of the biochars and a commercial activated carbon.
Sample SSA (m?[g) Ash (%) C (%) pH H (%) N (%) 0 (%) H/C N/C o/c
Unmodified biochar 12.9 1.51 78.77 5.9 3.05 0.54 16.14 0.47 0.006 0.15
Designer biochar 7.0 32.49 51.71 10.5 1.83 0.32 13.66 0.42 0.005 0.20
Activated carbon 988.4 0.89 91.1 10.2 0.90 0.28 5.71 0.12 0.003 0.05

SSA-specific surface area; C-carbon; H-hydrogen; N-nitrogen, and O-oxygen.

H/C: atomic ratio of hydrogen to carbon. N/C: atomic ratio of nitrogen to carbon. O/C: atomic ratio of oxygen to carbon.
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kG
" 1+aC?

(7)

ge

where Q. (mg g~!) is the adsorbed amount of dissolved P at an
equilibrium concentration C, (mg L™1); Q (mg g~ ') is the maximum
adsorption capacity; K; (L mg™1), K (mg(1=™ L™ g=1), K (L® mg™),
and K, (L g ') represent the Langmuir, Freundlich, Langmuir-
Freundlich, and Redlich-Peterson constants, respectively; n is the
heterogeneity factor; and a (L™ mg™) is Redlich-Peterson isotherm
constant.

For the sorption vessel containing 750 mg L~! dissolved P, the
post-sorption biochar samples were collected, rinsed with deion-
ized water, and then dried at 100 °C for the following post-
adsorption characterization experiment.

(d)Adsorption under coexisting anions: The effect of the most
common coexisting anion, chloride ion (Cl7), on adsorption of
dissolved P on the designer biochar was investigated by adding 0.1,
10, 50, 100, and 200 mM KCl to 25 mL of 10 mg L™! dissolved P
solutions, respectively. The designer biochar (0.1 g) was added into
each solution sample. All samples were shaken for 24 h to achieve
the adsorption equilibration.

(e)Adsorption under different pH: The effect of initial solution pH
on adsorption of dissolved P on the designer biochar was investi-
gated over a range of pH (i.e, 1.9, 3.8, 6, 7.6, 8.3, and 9.4). The
adsorption procedure, including the amounts of the designer bio-
char and initial dissolved P concentration, was the same as the
kinetics experiment. All samples were shaken for 24 h and then
analyzed for the residual phosphate in aqueous solutions.

2.4. Post-adsorption characterization

To explore the adsorption mechanisms of dissolved P on the
designer biochar, the post-adsorption characterization experi-
ments were conducted by using scanning electron microscope
(SEM) imaging and X-ray diffraction (XRD) analyses. The designer
biochar laden with and without P were examined using X-ray
diffraction (XRD) (Rigaku Miniflex 600 diffractometer) conducted
by the X-ray Analysis Laboratory at the University of Illinois, which
was operated at 40 kV and 15 mA; data was collected over the 20
range from 5° to 60° using Cu Ko radiation with a scan speed of 1°
per minute. The surface morphology of the P-laden designer bio-
char was compared with the biochar without P adsorption by using
scanning electron microscopy (JEOL JSM -6060 Low Vacuum SEM).

3. Results and discussion
3.1. Dissolved P removal

The removal rates of dissolved P by the designer biochar, the
unmodified biochar, the lime sludge, and the activated carbon are
depicted in Fig. 1. Both the designer biochar and unmodified bio-
char were produced from wood biomass under the same pyrolysis
conditions. The main difference of the designer biochar was that it
was generated from the biomass pretreated with the lime sludge.
The designer biochar could completely remove dissolved P if their
concentrations in the aqueous solutions are less than 1.0 mg L~}
(Fig. S1). In 10 mg L™! dissolved P solutions, the designer biochar
could adsorb approximately 76% of P (Fig. 1), which is significantly
higher than the unmodified biochar (with <1% removal rate). It is
consistent with the previous studies that unmodified biochars are
usually not efficient sorbents to adsorb anionic P ions due to their
surfaces having high negative zeta potential (Yao et al., 2011a;
Zheng et al., 2010). The lime sludge as a Ca-enriched material could
remove approximately 50% of dissolved P, which is higher than the
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Fig. 1. Comparison of dissolved P removal by different sorbents.

commercial activated carbon (Fig. 1). This result confirms that the
lime sludge could be directedly used as a P sorbent to remove
dissolved P from the contaminated water (Krishna et al., 2017). In
addition, the lime sludge was pyrolyzed under the same conditions
used for biochar production (i.e., 450 °C). The removal of dissolved
P by the pyrolyzed lime sludge did not show a significant
improvement compared to the raw lime sludge (Fig. 1), suggesting
that the pyrolysis under 450 °C did not alter the activity of the lime
sludge for P removal.

By contrast, the P removal by the designer biochar from aqueous
solutions is relatively higher compared to the pyrolyzed lime sludge
at 450 °C (Fig. 1). Moreover, the P removal rate of the designer
biochar is also greater than the sorbent with the unmodified bio-
char and the lime sludge combination, suggesting that the pre-
treatment of biomass with lime sludge for the designer biochar
production has a significantly synergic effect on enhancing P
removal. The result indicates that the process of biomass carbon-
ization under pyrolysis may activate the lime sludge and enhance
its P adsorption capacity. Thus, the procedure of biomass pretreated
with lime sludge is an essential and key step to improve the
adsorption capacity of the designer biochar.

3.2. P adsorption mechanisms on the designer biochar

The differences in P removal rates of the designer biochar, the
unmodified biochar, the lime sludge, and the activated carbon are
attributed to their different adsorption mechanisms. In general, the
physical sorption (i.e., intraparticle diffusion) is a major mechanism
for P removal by carbon-based sorbents such as activated carbon or
unmodified biochar because they are porous carbonaceous mate-
rials with high surface area. In this study, the surface character-
ization shows that the activated carbon has an extremely high
special surface area (988.4 m? g~') compared to the unmodified
biochar (12.9 m? g~ 1) (Table 1), resulting in the P adsorption ca-
pacity of the former being higher than that of the latter (Fig. 1). In
addition, the activated carbon has relatively lower H/C, N/C, and O/
Cratios (Table 1), suggesting it is a higher carbonization material in
comparison with both designer and unmodified biochars (Conti
et al.,, 2016). The lime sludge, a by-product from the water soft-
ening, is mostly composed of calcium carbonate (CaCOs3) with
certain amounts of Mg and other minerals (Table S1). Although
CaCO3 has low solubility, very small amounts of free calcium ions
released from the lime sludge may react with anionic P ions to form
Ca(HyP04),, CaHPO4, and/or Ca3(PO4),. Moreover, this precipitation
reaction is favorable since the value of the solubility product con-
stant (Ksp) of Ca3(PO4)2 (2.0 x 10729 at 25 °C) is much lower than
that of CaCO3 (2.8 x 1072 at 25 °C). Thus, the chemical adsorption is



S. Yang, S. Katuwal, W. Zheng et al.

a primary mechanism for the removal of dissolved P by the lime
sludge.

The high adsorption of dissolved P on the designer biochar could
be controlled by multiple mechanisms. Similar to the unmodified
biochar, the designer biochar has a relatively small surface area
compared to the activated carbon (Table 1), suggesting that the
intraparticle diffusion is not a primary adsorption mechanism for
the P removal by the designer biochar. The designer biochar was
generated from the mixture of the wood biomass and the lime
sludge, resulting in high ash content (Table 1) with high percent-
ages of Ca and Mg (Table S1). Similar to the lime sludge, the main
mechanism is precipitation reactions between dissolved P and
metal ions (e.g., Ca?* and Mg?*) on the designer biochar, which was
confirmed by XRD analysis. The XRD patterns of the unmodified
biochar, the designer biochar, and the P-laden designer biochar are
shown in Fig. 2. The XRD pattern of the unmodified biochar showed
a broad peak at a 26 value of 22°—23°, which is related to the crystal
plane of cellulose. It is also a typical biochar characteristic peak
which demonstrates its amorphous structure. The XRD pattern of
the designer biochar showed that the sharp diffraction peaks at
23.06°, 29.40°, 35.94°, 39.38°, 43.18°, 47,54°, and 48.50° were
consistent with the characteristic peaks of lime sludge (Fig. S2),
suggesting that the lime sludge was grafted into the biochar matrix
successfully during the pyrolysis.

Compared to the XRD pattern of the designer biochar without P
adsorption, several new diffraction peaks identified as Ca3(POy4)y,
CaHPO4- and MgHPO4-3H;0 and MgHPO4-7H,0 were observed in
the P-laden designer biochar (Fig. 2). The precipitation reactions
can be described as follows:

3Ca%* + 2P0O3~ — Ca3(PO4),
Ca?* + HPOZ — CaHPO4
Mgt + HPOZ~ +3H,0 — MgHPO,4 3H,0
Mg?* + HPOZ~ +7H,0 — MgHPO4 7H,0
In general, dissolved P consists of three anionic ions, i.e., PO?(,

HPO3 -, and H,PO3. Their concentrations in the aqueous solutions
depend on the pH values. In this study, the pH value of the initial

+ MgHPO,.3H,0
o MgHPO,.7H,0 v
V CaHPO,

0 Ca3(PO4);
0 CaCO3

Designer biochar

(o]

Intensity (counts)

Unmodified biochar

2-theta (degree)

Fig. 2. XRD patterns of the unmodified biochar, the designer biochar, and the P-laden
designer biochar.
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sorption solution (KH,PO4) was around 6.0. Accordingly, the pri-
mary P species in the solution should be H,POz. Unlike the previous
study (Yao et al, 2011b, 2013a), however, Ca(H2PO4); or Mg(H2PO4)>
were not observed in the study (Fig. 2). Alkalinity is one of the most
influential properties for most biochars because their surfaces
contain a large amount of alkaline functional groups (Tomczyk
et al,, 2020; Fidel et al., 2017). The pH value of the designer bio-
charis 10.5 (Table 1). When dissolved P reaches the alkaline surface
of the designer biochar, the P species H,PO; was converted to
HPO3~ and PO3~, which would react with metal ions (i.e., Ca>* and
Mg?*) of the designer biochar to form Cas(PO4);, CaHPO,, and
MgHPO4 crystals. It is consistent with the above precipitation re-
action mechanisms derived from the XRD analysis.

In addition to the intraparticle diffusion and the precipitation
interaction, previous studies indicated that the surface deposition
of P on metal crystals on the biochar surface, electrostatic attrac-
tion, complexation, and ligand exchange could be other important
adsorption mechanisms for the metal-modified biochars (Ajmal
et al,, 2020; Bolbol et al., 2019; Xu et al,, 2019; Yao et al,, 2013a).
In this study, the co-pyrolysis of biomass and lime sludge generated
the high pH designer biochar, resulting in PO~ as the main P
species in the adsorption solutions. It is favorable for the precipi-
tation interaction between dissolved P and metal ions of the
designer biochar, because the value of the solubility Ks, of
Ca3(PO4); (2.0 x 10722 at 25 °C) is much lower than those of
CaHPO4 (1.0 x 102 at 25 °C) and Ca(H,PO4); (soluble). In addition,
the pH buffer capacity of the designer biochar is stronger compared
to lime sludge, which facilitates its precipitation reaction with
dissolved P (i.e., PO3"). Thus, the designer biochar produced from
the biomass pretreated with lime sludge has a significantly synergic
effect on enhancing P removal compared to the combination of lime
sludge and unmodified biochar (Fig. 1).

The surface morphology of the unmodified biochar, the designer
biochar, and the P-laden designer biochar characterized by SEM are
displayed in Fig. S3 in the SI. The unmodified biochar has a rela-
tively rough and clean surface. The surface of the designer biochar
was covered by new rough circular particles, confirming the pres-
ence of CaCOs crystals on this biochar surface. Clusters of flakey
substance were observed hanging on the particles in the P-laden
designer biochar, suggesting the formation of the new Ca—P and/or
Mg—P crystals on the biochar surface. This result further confirms
that the chemical precipitation reaction is a major mechanism for
the adsorption of dissolved P onto the designer biochar.

3.3. Adsorption kinetics

Example time courses for adsorption of the dissolved P at an
initial concentration of 10 mg L~! on the designer biochar are
shown in Fig. 3. The initial P adsorption of the designer biochar was
a rapid process, and over 90% of the adsorption was achieved in the
first 2 h. It is attributed to rapid precipitation reactions between
dissolved P and metal ions on the surface of the designer biochar.
With the contact time increasing, the adsorption of dissolved P on
the designer biochar gradually reached equilibrium. This process
may be related to the physical adsorption mechanism, i.e., the
intraparticle diffusion of dissolved P into the porous biochar. These
results are similar to the previous study that both rapid external
surface adsorption (fast adsorption stage) and slow intraparticle
diffusion (equilibrium stage) likely controlled the P adsorption ki-
netic process on a Mg-modified biochar (Zhu et al., 2020).

The pseudo-first order, pseudo-second order, and Elovich
models were used to simulate the adsorption kinetics of dissolved P
on the designer biochar (Fig. 3). The best-fit parameters of three
mathematical models are shown in Table 2. The pseudo-first order
and pseudo-second order models are often used to describe
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Fig. 3. Adsorption kinetics and models for dissolved P on the designer biochar.

reversible reactions and the chemisorption processes between
sorbent and sorbate in the solid-solution system, respectively. The
Elovich model is an empirical equation considering the contribu-
tion of desorption. As shown in Fig. 3, all models are well fitted to
the experimental data with high correlation coefficients (Table 2),
especially for pseudo-first order and pseudo-second order models
(R? > 0.99). This result indicates that the adsorption of dissolved P
on the designer biochar was simultaneously involved in physical
and chemisorption processes. It is consistent with the above
adsorption mechanism analyses that the adsorption of the dis-
solved P on the designer biochar could be controlled by multiple
mechanisms and the chemisorption (e.g., precipitation reaction) is
the most dominant adsorption mechanism.

3.4. Adsorption isotherms

The adsorption isotherms of dissolved P on the designer biochar
are displayed in Fig. 4. It can be seen that the adsorption isotherms
of dissolved P by the designer biochar are nonlinear with a concave
downward shape (Fig. 4). Four adsorption isotherms as nonlinear
methods were employed to model the adsorption isotherms.
Langmuir and Freundlich isotherm models are two-parameter
equations, which correspond to the homogenous and heteroge-
neous sorbent surfaces, respectively. The Langmuir-Freundlich and
Redlich-Peterson isotherm models are three-parameter equations,
which are often used to describe chemisorption onto a heteroge-
neous surface. Moreover, they have more applicability than the
two-parameter equations (e.g., Freundlich and Langmuir) because
they have three adjustable parameters (Yao et al., 2013a).

The best-fit model parameters of four adsorption isotherms are
calculated and summarized in Table 3. The correlation coefficient
(R?) values from the Langmuir-Freundlich and Redlich-Peterson
models are better than those of Freundlich and Langmuir models,
suggesting the adsorption of dissolved P on the designer biochar is
a heterogeneous process (Zhu et al., 2020). The result is consistent
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Fig. 4. Adsorption isotherms and models for dissolved P on the designer biochar.

with the mechanism study that the adsorption of dissolved P on the
designer biochar involves physical and chemical adsorption
mechanisms. The maximum adsorption capacities of dissolved P on
the designer biochar via fitting Langmuir-Freundlich and Redlich-
Peterson were both greater than 15 mg g~ .

3.5. Effect of coexisting anions on dissolve P removal

Previous studies showed that the anions co-existing with P
anions in the aqueous solutions could influence the P removal by
modified biochars (Jia et al., 2020; Yao et al., 2011b). Chloride ion
(CI"Y) is the most abundant anion in both freshwater
(1100 mg L~') and saltwater (~19,400 mg L™1). The effect of the
presence of CI-! with different concentrations on the amount of
dissolved P by the designer biochar is depicted in Fig. 5. When the
molecular concentration level of CI~! (0.1 mM) was the same as the
dissolved P in the aqueous solution, a negligible effect of coexisting
anions on dissolved P adsorption by the designer biochar was
observed (Fig. 5). It is attributed to the strong interaction of dis-
solved P and metal ions (i.e., Ca>" and Mg?*) on the surface of the
designer biochar. This result suggests that the level of CI"! in the
freshwater has little effect on the adsorption of dissolved P onto the
designer biochar.

By contrast, the presence of high concentrations of CI~! resulted
in a slight decrease in the adsorption of dissolved P on the designer
biochar (Fig. 5). When the concentration of ClI~! in the aqueous
solutions ranged from 10 mM to 200 mM, about 100 to 2000 times
of the dissolved P, the adsorption amount of the dissolved P on the
designer biochar dropped approximately 12.9%—25.6%. This result
indicates that high levels of Cl~! may cover the active adsorption
sites on the surface of the designer biochar and thereby block the
precipitation reaction of dissolved P on the surface of the designer
biochar. It is consistent with previously reported studies that the
existence of anions could impact the removal of the dissolved P by
metal-modified biochars due to the occurrence of competitive
adsorption (Jia et al., 2020; Yao et al., 2011b).

Table 2
Pseudo-first order, Pseudo-second order and Elovich model fit parameters.
parameter 1 parameter 2 R?
Pseudo-first order k; = 1.208 + 0.098 (h~1) Q. = 1.769 + 0.047 (mg g~ ') 0.994
Pseudo-second order ky=1.243 £ 0228 (gmg 'h™ ") Q. = 1.856 + 0.090 (mg g~ 1) 0.998
Elovich 6 =5411+2017 (gmg 1) o =167.643 + 486.036 (mg g ' h™1) 0.927




S. Yang, S. Katuwal, W. Zheng et al.

Chemosphere 274 (2021) 129717

Table 3
Adsorption isotherm data and modeling result for designer biochar.
parameter 1 parameter 2 parameter 3 R?
Langmuir K, =0.017 + 0.002 (Lmg ) Q= 16.696 + 0.554 (mg g ') 0.980
Freundlich Kr=1.865 + 0.111 (mg(' ™™ L" g~ 1) n = 0337 + 0.0102 0.940

Langmuir-Freundlich
Redlich-Peterson

Kir=0.026 + 0.018 (L" mg™)
K, =0212 +0.007 (Lg™ ")

0.982
0.988

Q=17.439 + 2.346 (mg g )
a = 0.005 + 0.0002 (L" mg™)

n = 0.876 + 0.007
n = 1.154 + 0.0069
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Fig. 5. Effect of coexisting Cl~! on the dissolved P adsorption on the designer biochar.

3.6. Effect of pH on dissolved P removal

The effect of initial solution pH on the adsorption of dissolved P
on the designer biochar is displayed in Fig. 6. The adsorbed
amounts of dissolved P on the designer biochar increased appro-
priately 5% as initial pH increased from 1.9 to 3.8. A further increase
in pH values of aqueous solutions from 3.8 to 9.4 did not have a
significant effect on the adsorption of dissolved P on the designer
biochar (Fig. 6). The result is different from other metal-modified
biochars. For example, pH had a great impact on the P removal by
the lanthanum (La)-modified biochars (Jia et al., 2020; Xu et al.,
2019). The optimum pH for dissolved P removal by the La-
modified biochars was about 3.0, and their removal efficiency
decreased as the solution pH increased (Xu et al., 2019). Similar
results were also observed in the Mg-modified biochars (Bolbol
et al., 2019; Yao et al., 2011b). It was attributed to the increase of
the negative charge on the surface of these metal-modified bio-
chars, resulting in an increase in electrostatic repulsion with P
anions (Bolbol et al., 2019; Jia et al, 2020; Xu et al., 2019). By
contrast, the initial solution pH did not have a significant impact on
the adsorption of the lime sludge-modified biochar because of its
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Fig. 6. Effect of pH on dissolved P adsorption on the designer biochar.

strong pH buffer capacity. It suggests that the designer biochar
could be operated in solutions with a wide pH range. Therefore, it
may be more applicable in the aquatic environments compared to
other modified biochars.

3.7. Environmental implication — potential nutrient recovery

Anthropogenic activities have accelerated the rate at which
excessive nutrients enter water bodies, resulting in eutrophication
that occurs frequently. Discharge of dissolved P from municipal and
industrial effluents is regarded as a point source for nutrient
pollution. Also, P runoff from agriculture and its loss from tile
drainage are often identified as a primary contributor for the
eutrophication. In particular, tile drainage is being recognized as an
important pathway for P transport (especially for dissolved P)
because of the prevalent use of subsurface drainage systems and
extensive adoption of no-till farming in the Midwestern U.S. (king
et al., 2015a; Smith et al., 2015).

Lime sludge as a low-cost sorbent has been used to remove
dissolved P from nutrient-containing water including wastewater
or municipal effluents (Chittoo and Sutherland, 2019; Krishna et al.,
2017). When lime sludge is used to pretreat biomass, the produced
designer biochar has a significant increase in the removal of dis-
solved P compared to unmodified biochar and lime sludge (Fig. 1).
This result suggests that the designer biochar is a better sorbent to
remove P from nutrient-containing water compared to lime sludge.
More importantly, the precipitation reactions of dissolved P and
metals generate a series of P fertilizer forms (e.g., Ca3(PO4)2, and
MgHPO4-3H,0 and MgHPO4-7H,0) that deposit on the designer
biochar. When the P-laden designer biochar is applied to the field
soils, the captured P would be recovered. Therefore, the practice
associated with the use of the designer biochar for dissolved P
capture from contaminated water and the following application of
nutrient-captured biochar in soils is a win-win strategy. It not only
reduces the excessive nutrient loading into the watersheds, but also
simultaneously recovers the nutrients for agricultural use as a fer-
tilizer. In addition, the precipitation reactions could occur on the
surface of the designer biochar and its pores, resulting in the
formed P fertilizers coating or depositing onto the designer biochar.
The adsorption of the designer biochar to these P fertilizers may
result in slowly releasing the captured P nutrients. More research is
needed to evaluate if the P captured biochar can be used as a slow-
release fertilizer.

In addition, lime sludge is a more environmentally friendly and
economic material compared to other metal reagents to modify
biochars. Lime sludge as a Ca-enriched material is often used as
agricultural lime to neutralize soil acidity. Unlike many metal-
modified biochars, there are no potential soil contamination is-
sues (e.g., heavy metal release) for the designer biochar because it is
produced from lime sludge and sawdust biomass. Moreover, lime
sludge is often free and widely available in most drinking water
treatment plants, so it is a more reliable source for biochar pro-
duction compared to other metal reagents. Therefore, the designer
biochar could be produced at a large scale, making it feasible to
capture and recover nutrients. Future studies will be conducted to
explore a practical application of the designer biochar for capturing
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dissolved P from municipal effluent, agricultural runoff, or sub-
surface drainage water.

4. Conclusion

A designer biochar produced from sawdust biomass pretreated
with lime sludge exhibited a high adsorption performance for
dissolved P. The study revealed that the biomass pretreatment with
lime sludge is a key process to improve the adsorption capacity of
the designer biochar. XRD analysis clearly showed the formation of
Cas(PO4),, CaHPO4, and MgHPO4-3H,0 and MgHPO4-7H,0 on the
surface of the designer biochar, indicating the precipitation reac-
tion is the predominant mechanism for the dissolved P removal by
the designer biochar. The maximum adsorption capacity of dis-
solved P on the designer biochar was more than 15 mg g~ .. In
addition, this study proposed a win-win strategy including the use
of the designer biochar for dissolved P capture and the application
of nutrient-captured biochar as a slow-release fertilizer.

Credit author statement

Simin Yang and Sarmila Katuwal performed the experiments.
Sarmila Katuwal carried out more experiments for a revision. Wei
Zheng advised the study, wrote and revised the manuscript, and
responded the reviewers’ comments. Brajendra Sharma and
Richard Cooke advised some studies and revised/edited the
manuscript.

Declaration of competing interest

The authors declare that they have no known competing
financial interests or personal relationships that could have
appeared to influence the work reported in this paper.

Acknowledgements

This research was supported by the Illinois Nutrient Research
and Education Council (Grant No. 2019-4-360232) and the U.S.
Environmental Protection Agency (Grant No. 84008801). It has not
been formally reviewed by the Agency. The views expressed in this
document are solely those of the authors and do not necessarily
reflect those of the Agency. The Agency does not endorse any
products or commercial services mentioned in this publication.

Appendix A. Supplementary data

Supplementary data to this article can be found online at
https://doi.org/10.1016/j.chemosphere.2021.129717.

References

Ajmal, Z., Muhmood, A., Dong, R., Wu, S., 2020. Probing the efficiency of magneti-
cally modified biomass-derived biochar for effective phosphate removal.
J. Environ. Manag. 253, 109730.

Altmann, J., Rehfeld, D., Trader, K., Sperlich, A., Jekel, M., 2016. Combination of
granular activated carbon adsorption and deep-bed filtration as a single
advanced wastewater treatment step for organic micropollutant and phos-
phorus removal. Water Res. 92, 131—-139.

Bolbol, H., Fekri, M., Hejazi-Mehrizi, M., 2019. Layered double hydroxide—loaded
biochar as a sorbent for the removal of aquatic phosphorus: behavior and
mechanism insights. Arab. ]. Geosci. 12, 503.

Bryant, R.B., Buda, A.R., Kleinman, PJ.A., Church, C.D., Saporito, L.S., Folmar, G.].,
Bose, S., Allen, A.L, 2012. Using flue gas desulfurization gypsum to remove
dissolved phosphorus from agricultural drainage waters. J. Environ. Qual. 41,
664—671.

Carstensen, M.V., Hashemi, F., Hoffmann, C.C., Zak, D., Audet, J., Kronvang, B., 2020.
Efficiency of mitigation measures targeting nutrient losses from agricultural
drainage systems: A review. Ambio 49, 1820—1837.

Chien, S.H., Clayton, W.R., 1980. Application of Elovich equation to the kinetics of

Chemosphere 274 (2021) 129717

phosphate release and sorption in soils. Soil Sci. Soc. Am. ]J. 44, 265—268.

Chittoo, B.S., Sutherland, C., 2019. Adsorption using lime-iron sludge-encapsulated
calcium alginate beads for phosphate recovery with ANN- and RSM-optimized
encapsulation. J. Environ. Eng. 145, 1-18.

Cober, J.R,, Macrae, M.L,, Van Eerd, L.L., 2019. Winter phosphorus release from cover
crops and linkages with runoff chemistry. J. Environ. Qual. 48, 907—914.

Conti, R., Fabbri, D., Vassura, I, Ferroni, L, 2016. Comparison of chemical and
physical indices of thermal stability of biochars from different biomass by
analytical pyrolysis and thermogravimetry. ]. Anal. Appl. Pyrolysis 122,
160—-168.

Cordell, D., 2013. Peak phosphorus and the role of P recovery in achieving food
security. In: Larsen, T.A., Udert, K.M., Lienert, J. (Eds.), Source Separation and
Decentralization for Wastewater Managament. IWA Publishing, London,
pp. 29—44.

Cordell, D., White, S., 2011. Peak phosphorus: clarifying the key issues of a vigorous
debate about long-term phosphorus security. Sustainability 3, 2027—2049.
Fan, R., Chen, C,, Lin, J., Tzeng, J., Huang, C., Dong, C., Huang, C.P,, 2019. Adsorption
characteristics of ammonium ion onto hydrous biochars in dilute aqueous so-

lutions. Bioresour. Technol. 272, 465—472.

Fidel, R.B., Laird, D.A., Thompson, M.L., Lawrinenko, M., 2017. Characterization and
quantification of biochar alkalinity. Chemosphere 167, 367—373.

Gobler, CJ., 2020. Climate change and harmful algal blooms: insights and
perspective. Harmful Algae 91, 101731.

Ho, Y.-S., McKay, G., 1998. Sorption of dye from aqueous solution by peat. Chem.
Eng. J. 70, 115—124.

Ho, Y., McKay, G., 1999. Pseudo-second order model for sorption processes. Process
Biochem. 34, 451—465.

Hua, G., Salo, M.W.,, Schmit, C.G., Hay, C.H., 2016. Nitrate and phosphate removal
from agricultural subsurface drainage using laboratory woodchip bioreactors
and recycled steel byproduct filters. Water Res. 102, 180—189.

Huang, Y., Lee, X., Grattieri, M., Yuan, M., Cai, R,, Macazo, FE.C., Minteer, S.D., 2020.
Modified biochar for phosphate adsorption in environmentally relevant con-
ditions. Chem. Eng. J. 380, 122375.

Jia, Z,, Zeng, W., Xu, H,, Li, S., Peng, Y., 2020. Adsorption removal and reuse of
phosphate from wastewater using a novel adsorbent of lanthanum-modified
platanus biochar. Process Saf. Environ. Protect. 140, 221-232.

Krishna, K.C.B., Niaz, M.R,, Sarker, D.C,, Jansen, T., 2017. Phosphorous removal from
aqueous solution can be enhanced through the calcination of lime sludge.
J. Environ. Manag. 200, 359—365.

King, KW., Williams, M.R., Fausey, N.R,, 2015. Contributions of systematic tile
drainage to watershed-scale phosphorus transport. J. Environ. Qual. 44,
486—494.

Kouakou, C.R.C.,, Poder, T.G., 2019. Economic impact of harmful algal blooms on
human health: a systematic review. J. Water Health 17, 499—516.

Lehmann, J.,, Gaunt, ], Rondon, M., 2006. Bio-char sequestration in terrestrial
ecosystems—a review. Mitig. Adapt. Strategies Glob. Change 11, 403—427.

Li, S., Cooke, R.A., Huang, X., Christianson, L., Bhattarai, R., 2018. Evaluation of fly ash
pellets for phosphorus removal in a laboratory scale denitrifying bioreactor.
J. Environ. Manag. 207, 269—275.

Liu, B, Nan, ., Zu, X., Zhang, X., Huang, W., Wang, W., 2020. La-based-adsorbents for
efficient biological phosphorus treatment of wastewater: synergistically
strengthen of chemical and biological removal. Chemosphere 255, 127010.

Mbamba, CK. Lindblom, E., Flores-Alsina, X., Tait, S., Anderson, S., Saagi, R.
Batstone, D.J., Gernaey, K.V., Jeppsson, U., 2019. Plant-wide model-based anal-
ysis of iron dosage strategies for chemical phosphorus removal in wastewater
treatment systems. Water Res. 155, 12—25.

Ni, X., Yuan, Y., Liu, W., 2020. Impact factors and mechanisms of dissolved reactive
phosphorus (DRP) losses from agricultural fields: a review and synthesis study
in the Lake Erie basin. Sci. Total Environ. 714, 136624.

Niirnberg, G.K., Howell, T., Palmer, M., 2019. Long-term impact of Central Basin
hypoxia and internal phosphorus loading on north shore water quality in Lake
Erie. Inl. Waters 9, 362—373.

Omwene, PI, Kobya, M., Can, O.T., 2018. Phosphorus removal from domestic
wastewater in electrocoagulation reactor using aluminium and iron plate
hybrid anodes. Ecol. Eng. 123, 65—73.

Penn, C,, Livingston, S., Shedekar, V., King, K., Williams, M., 2020. Performance of
field-scale phosphorus removal structures utilizing steel slag for treatment of
surface and subsurface drainage. Water 12, 443.

Pluer, W.T., Geohring, L.D., Steenhuis, T.S., Walter, M.T., 2016. Controls influencing
the treatment of excess agricultural nitrate with denitrifying bioreactors.
J. Environ. Qual. 45, 772—-778.

Reitzel, K., Bennett, W.W., Berger, N., Brownlie, W.J., Bruun, S., Christensen, M.L.,
Cordell, D., van Dijk, K., Egemose, S., Eigner, H., Glud, R.N., Gronfors, O.,
Hermann, L., Houot, S., Hupfer, M., Jacobs, B., Korving, L., Kjergaard, C.,
Liimatainen, H., Van Loosdrecht, M.C.M., Macintosh, K.A., Magid, J., Maia, F,
Martin-Ortega, J., McGrath, J., Meulepas, R., Murry, M., Neset, T.-S., Neumann, G.,
Nielsen, U.G., Nielsen, P.H., O'Flaherty, V., Qu, H., Santner, J., Seufert, V.,
Spears, B., Stringer, L.C,, Stutter, M., Verburg, P.H., Wilfert, P., Williams, P.N.,
Metson, G.S., 2019. New training to meet the global phosphorus challenge.
Environ. Sci. Technol. 53, 8479—-8481.

Singh, G., Kaur, G., Williard, K., Schoonover, J., Nelson, K.A., 2020. Managing phos-
phorus loss from agroecosystems of the midwestern United States: a review.
Agronomy 10, 561.

Smith, D.R, King, KW., Johnson, L., Francesconi, W., Richards, P, Baker, D.,
Sharpley, A.N., 2015. Surface runoff and tile drainage transport of phosphorus in


https://doi.org/10.1016/j.chemosphere.2021.129717
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref1
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref1
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref1
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref2
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref2
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref2
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref2
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref2
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref2
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref3
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref3
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref3
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref3
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref4
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref4
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref4
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref4
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref4
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref5
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref5
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref5
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref5
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref6
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref6
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref6
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref7
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref7
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref7
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref7
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref8
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref8
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref8
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref9
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref9
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref9
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref9
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref9
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref10
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref10
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref10
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref10
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref10
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref11
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref11
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref11
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref12
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref12
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref12
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref12
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref13
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref13
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref13
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref14
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref14
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref15
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref15
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref15
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref16
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref16
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref16
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref17
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref17
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref17
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref17
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref18
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref18
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref18
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref19
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref19
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref19
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref19
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref20
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref20
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref20
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref20
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref21
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref21
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref21
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref21
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref22
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref22
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref22
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref23
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref23
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref23
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref23
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref24
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref24
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref24
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref24
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref25
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref25
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref25
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref26
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref26
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref26
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref26
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref26
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref27
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref27
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref27
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref28
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref28
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref28
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref28
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref29
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref29
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref29
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref29
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref30
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref30
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref30
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref31
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref31
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref31
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref31
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref32
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref32
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref32
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref32
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref32
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref32
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref32
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref32
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref32
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref32
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref32
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref33
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref33
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref33
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref34
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref34

S. Yang, S. Katuwal, W. Zheng et al.

the midwestern United States. ]. Environ. Qual. 44, 495—502.

Smith, D.R,, Wilson, R.S., King, KW., Zwonitzer, M., McGrath, J.M., Harmel, R.D.,
Haney, RL, Johnson, LT, 2018. Lake Erie, phosphorus, and microcystin: is it
really the farmer’s fault? J. Soil Water Conserv. 73, 48—57.

Smol, M., 2018. The use of membrane processes for the removal of phosphorus from
wastewater. Desalin. Water Treat. 128, 397—406.

Tomczyk, A., Sokotowska, Z., Boguta, P., 2020. Biochar physicochemical properties:
pyrolysis temperature and feedstock kind effects. Rev. Environ. Sci. Biotechnol.
19, 191-215.

Wood, R., 2016. Acute animal and human poisonings from cyanotoxin exposure-A
review of the literature. Environ. Int. 91, 276—-282.

Waurtsbaugh, W.A., Paerl, HW., Dodds, W.K., 2019. Nutrients, eutrophication and
harmful algal blooms along the freshwater to marine continuum, 6. Wiley
Interdiscip. Rev. Water, p. e1373.

Xu, Q., Chen, Z., Wu, Z., Xu, E, Yang, D., He, Q,, Li, G., Chen, Y., 2019. Novel lanthanum
doped biochars derived from lignocellulosic wastes for efficient phosphate
removal and regeneration. Bioresour. Technol. 289, 121600.

Yao, Y., Gao, B., Chen, ], Yang, L., 2013a. Engineered biochar reclaiming phosphate
from aqueous solutions: mechanisms and potential application as a slow-
release fertilizer. Environ. Sci. Technol. 47, 8700—8708.

Yao, Y., Gao, B., Chen, ]J., Zhang, M., Inyang, M., Li, Y., Alva, A, Yang, L., 2013b.
Engineered carbon (biochar) prepared by direct pyrolysis of Mg-accumulated
tomato tissues: characterization and phosphate removal potential. Bioresour.
Technol. 138, 8—13.

Chemosphere 274 (2021) 129717

Yao, Y., Gao, B., Inyang, M., Zimmerman, A.R., Cao, X., Pullammanappallil, P, Yang, L.,
2011a. Biochar derived from anaerobically digested sugar beet tailings: char-
acterization and phosphate removal potential. Bioresour. Technol. 102,
6273—-6278.

Yao, Y., Gao, B., Inyang, M., Zimmerman, A.R., Cao, X., Pullammanappallil, P, Yang, L.,
2011b. Removal of phosphate from aqueous solution by biochar derived from
anaerobically digested sugar beet tailings. J. Hazard Mater. 190, 501-507.

Zhang, M., Gao, B., 2013. Removal of arsenic, methylene blue, and phosphate by
biochar/AIOOH nanocomposite. Chem. Eng. J. 226, 286—292.

Zhang, Z., Yu, H., Zhu, R., Zhang, X,, Yan, L., 2020. Phosphate adsorption performance
and mechanisms by nanoporous biochar—iron oxides from aqueous solutions.
Environ. Sci. Pollut. Res. 27, 28132—28145.

Zheng, W., Holm, N., Spokas, K.A., 2016. Research and application of biochar in
North America. In: Guo, M., He, Z., Uchimiya, S.M. (Eds.), Agricultural and
Environmental Applications of Biochar Advances and Barriers. Soil Science of
America, Inc., Madision, pp. 475—494.

Zheng, W., Sharma, B.K,, Rajagopalan, N., 2010. Using biochar as a soil amendment
for sustainable agriculture. Illinois Department of Agriculture Sustainable
Agriculture Grant Program Report. http://hdl.handle.net/2142/25503.

Zhu, D., Chen, Y., Yang, H., Wang, S., Wang, X., Zhang, S., Chen, H., 2020. Synthesis
and characterization of magnesium oxide nanoparticle-containing biochar
composites for efficient phosphorus removal from aqueous solution. Chemo-
sphere 247, 125847.


http://refhub.elsevier.com/S0045-6535(21)00186-7/sref34
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref34
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref35
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref35
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref35
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref35
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref36
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref36
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref36
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref37
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref37
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref37
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref37
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref38
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref38
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref38
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref39
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref39
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref39
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref40
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref40
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref40
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref41
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref41
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref41
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref41
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref42
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref42
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref42
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref42
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref42
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref43
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref43
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref43
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref43
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref43
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref44
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref44
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref44
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref44
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref45
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref45
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref45
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref46
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref46
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref46
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref46
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref46
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref47
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref47
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref47
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref47
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref47
http://hdl.handle.net/2142/25503
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref49
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref49
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref49
http://refhub.elsevier.com/S0045-6535(21)00186-7/sref49

	Capture and recover dissolved phosphorous from aqueous solutions by a designer biochar: Mechanism and performance insights
	1. Introduction
	2. Material and methods
	2.1. Materials and chemicals
	2.2. Biochar production
	2.3. Sorption experiments
	2.4. Post-adsorption characterization

	3. Results and discussion
	3.1. Dissolved P removal
	3.2. P adsorption mechanisms on the designer biochar
	3.3. Adsorption kinetics
	3.4. Adsorption isotherms
	3.5. Effect of coexisting anions on dissolve P removal
	3.6. Effect of pH on dissolved P removal
	3.7. Environmental implication – potential nutrient recovery

	4. Conclusion
	Credit author statement
	Declaration of competing interest
	Acknowledgements
	Appendix A. Supplementary data
	References


